
 
 

 

 

Permeation times for glove TEGERA® 858 

according to EN 374-3:2003 

 
 

 

Code Chemical CAS Minutes Performance level 

A Methanol 67-56-1 1 0 

K Sodium hydroxide, 40 % 1310-73-2 >480 6 

J n-Heptane 142-85-5 35 2 

 Hydrochloric acid 37% 7647-01-0 >480 6 

 Ethanol 96%  64-17-5 13 1 

F Toluene  108-88-3 1 0 
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